
Material Data Declaration Sheet
ECS Model Number

Product Description

ECS Model Number

Product Total Weight

Company

Contact Name

Phone Number

Homogenous 

Component 

Subcomponent Substance Chemical CAS number

Substance 

Weight (mg)

PPM Level

(If Available)
(Substance 

Weight/Total 

Homogenous 

Component or 

Subcomponent 

Weight*1000000)

Content rate weight 

(%)

Aluminum oxide Al203 1344-28-1 43.3830000 349372 80.21

Silica Si02 14808-60-7 1.7880000 14399 3.31

Oxidation calcium Ca0 1305-78-8 0.2110000 1699 0.39

Magnesium oxide Mg0 1309-48-4 0.2730000 2199 0.50

Two titania Ti02 13463-67-7 0.4840000 3898 0.89

Oxidation chrome Cr203 1308-38-9 1.8870000 15196 3.49

Tungsten W 7440-33-7 5.0790000 40902 9.39

Molybdenum Mo 7439-98-7 0.1610000 1297 0.30

Nickel Ni 7440-02-0 0.5500000 4429 1.02

Cobalt Co 7440-48-4 0.1610000 1297 0.30

Gold Au 7440-57-5 0.1080000 870 0.20

Tin Sn 7440-31-5 1.7620000 14190 87.06

Silver Ag 7440-22-4 0.0610000 491 3.01

Teetirengricorlmonohekishilatel C6H13(0CH2CH2)2-OH 112-59-4 0.0810000 652 4.00

Rosin C19H29COOH 65997-05-9 0.1200000 966 5.93

Copper Cu 7440-50-8 0.0890000 717 5.94

Nickel Ni 7440-02-0 0.0600000 483 4.01

Tin SN 7440-31-5 0.0600000 483 4.01

Titanium Ti02 13463-67-7 0.4220000 3398 28.17

Barium oxide BaO 1304-28-5 0.8070000 6499 53.87

Manganese oxide Mg0 1309-48-4 0.0020000 16 0.13

Nickel Ni 7440-02-0 0.0580000 467 3.87

Crystal Si02 14808-60-7 0.4970000 4002 1.98

Gold Au 7440-57-5 0.0200000 161 0.08

Chrome Cr 7440-47-3 0.0003000 2 0.00

Nickel Ni 7440-02-0 6.8800000 55406 27.34

Cobalt Co 7440-48-4 0.1740000 1401 0.69

Copper Cu 7440-50-8 12.8050000 103121 50.89

Iron Fe 7439-89-6 2.0740000 16702 8.24

Zinc Zn 7440-66-6 2.6950000 21703 10.71

Glass Si02 14808-60-7 0.0174000 140 0.07

Lead Pb 7439-92-1 0.6080000 4896 96.51

Tin Sn 7440-31-5 0.0220000 177 3.49

Silicon Si 7440-21-3 0.3850000 3100 100.00

Aluminum Al 7429-90-5 0.0000077 0 0.00

Silver Ag 7440-22-4 0.0820000 660 82.58

epoxy resin 25068-38-6 0.0173000 139 17.42

Bonding wire Gold Au 7440-57-5 0.0570000 459 100.00

Liquid bisphenol A type epoxy resin (C15H16O2 C3H5CIO)x25068-38-6 2.4460000 19698 40.04

Silicone Si 7631-86-9 3.6630000 29499 59.96

Bisphenol A 80-05-7 0.5830000 4695 43.69

C10H10O3 25134-21-8 0.4710000 3793 35.30

CH3CH2ONH2 HCI3332-29-4 0.2000000 1611 14.99

Silica amorphous 7631-86-9 0.0804000 647 6.03

Copper Cu 7440-50-8 20.9900000 169036 64.01

Zinc Zn 7440-66-6 5.9000000 47514 17.99

Nickel Ni 7440-02-0 5.9000000 47514 17.99

Lenexa, KS 66219

ECS INC. 

Potting resin

Contact Information

Ceramic Package

Chip Capacitor

Tuning fork type quartz

ECS INC. INTERNATIONAL
ECS-327SMO

32.768KHz SMD OSC

124.1744077mg/pcs

Solder  

Address

Solder Cream

15351 W. 109th Street

AJ Anderson

Metallic cap

Epoxy adhesive

IC Chip

913-782-7787

Silver epoxy paste


